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Abstract

Negative bias temperature instability (NBTI) has come to
the forefront of critical reliability phenomena in advanced
CMOS technology. In this paper, we propose a fast and ac-
curate PMOS NBTI model, in which the temperature varia-
tion and the ratio of active to standby time are considered
in both stress and relaxation phases. A PMOS Vy, degra-
dation model and a digital circuits’ temporal performance
degradation estimation method are developed based on our
PMOS NBTI model. The simulation results show that: 1)
our dynamic NBTI model without temperature variation is
as accurate as previous models, the error is less than 2.3%;
2) the analysis error of PMOS Vy;, degradation may reach up
to 52.6% without considering temperature variation; 3) for
ISCASSS5 benchmark circuits, the error of worst case per-
Sformance degradation analysis is about on average 52.0%;
4) the ratio of active to standby time has a considerable im-
pact during the performance degradation analysis.

1 Introduction

As semiconductor manufacturing migrates to more ad-
vanced technology nodes, negative bias temperature insta-
bility (NBTI) is becoming one of the major reliability con-
cerns. NBTI significantly shifts the threshold voltage Vi
on the order of 20 — 50mV for devices operating at 1.2V or
below [1]. Previous research showed that V4, shifts due to
NBTI is expressed as a power-law time dependence [2, 3],
and this aging-induced parameter variation has a negative
impact on circuit performance. After the aging time of 10°s
arising from NBTI, the circuit performance degradation can
reach up to 15% [4].
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The NBTI occurs when the PMOS transistor is neg-
ative biased, in particular at elevated temperature. This
phenomenon can be classified as static NBTI and dynamic
NBTI. Static NBTI (i.e. under constant voltage (DC) stress
condition) leads to a severe Vy; shifts, while the mechanism
was described in [5]. However, because of associated recov-
ery phenomena the dynamic NBTI (i.e., under AC stress), a
less severe parameters’ shifts over long time compared with
that under DC stress condition were observed and described
in [6-10].

Recently, NBTI models are developed to analysis the re-
liability and delay degradation problems in large-scale dig-
ital circuit [11-15]. Based on these circuit degradation
models, NBTI-aware design techniques were investigated
in [14,15]. An analytical model for evaluating dynamic
NBTI effect was proposed in [16], and the effect of vari-
ous process and design parameters were described in [17].

In previous analytical NBTI models [16, 17], the circuit
temperature was considered to be constant during the cir-
cuit operation. However, when the circuit switches between
active and standby mode, the circuit temperature varies pe-
riodically between high temperature and low temperature.
Therefore, we propose an analytical model for dynamic
NBTI effect considering the temperature variation on ac-
count of the switch of circuit operation modes: active and
standby mode.

Our contribution in this paper distinguishes itself in the
following aspects:

e We propose an analytical model to estimate PMOS NBTI
effect under AC stress condition. Our model is faster than
the model in [16], while remains the same accuracy. Fur-
thermore, two factors, a) the temperature difference be-
tween circuit active and standby mode; b) the time ratio
of circuit active and standby mode, are first considered in
both stress and relaxation phases during our NBTT anal-
ysis.

e Based on our novel NBTI model, we propose a PMOS
Vin degradation model and study the impact of NBTI on
the temporal performance degradation in combinational
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circuits considering both the temperature variation and
ratio of active to standby time.

The rest of the paper is organized as follows. In Section
2, we first review previous NBTI models and present our
improved analytical NBTI model. Then, in Section 3, we
give out the Vi, degradation model, and the circuit delay es-
timation method. The simulation results of a single PMOS
transistor and the ISCAS85 benchmark circuits are shown
and analyzed in Section 4. Finally, Section 5 concludes the

paper.
2 NBTI Model

A shift in the threshold voltage AVy, of the PMOS tran-
sistor is proportional to the interface trap generation due to
NBTI, which can be expressed [15] as

qutU)

0X

&)
where m represents equivalent V4, shifts due to mobility
degradation, ¢ is the electronic charge, Cox is the gate ox-
ide capacitance, and Ny (z) is the interface trap generation,
which is the most important factor in evaluating perfor-
mance degradation due to NBTIL.

2.1 Previous NBTI Models

The interface trap generation is often described by a
reaction-diffusion (R-D) model [3],

dNj

dtlt = kf(N(] —]Vlt) - krNitCH(Ovt) 2
dNit aC‘H

dt H ax x=0 ( )
JCq 32CH

= o 4)

where the mobile diffusing species are assumed to be neu-
tral H atoms, and N is the concentration of initial interface
defects. The parameters k¢ and k, are constant dissociation
rate and self-annealing rate, respectively. When the device
is in recovery phase, k¢ becomes zero, and k; is unchanged.
The parameter Cy is the concentration of H atoms, and Dy
is the corresponding diffusion coefficient.

In this model, the interface trap generation (AN;) under
DC stress condition is expressed as [3]

Ni(t) =1.16 kfkﬂ(DHt)‘/“ = A4 (5)

T
Kumar et al. proposed an analytical NBTI model [16] to
handle multi-cycle AC stress condition; and assuming the
PMOS transistor is under AC stress with duty cycle of ¢

and the period of 7, the interface trap generation after n+ 1
cycles of AC stress can be evaluated by a recursion formula

below,
1/4
BNu(nt) = N§ (Nn(nf)>4
Nyl(n+1)1] = ——~+— |c+
(6)
and the initial condition is
cl/4
Ny(t) = mNi(t) (7

where N0 = At!/4 and B = =

2.2 Our improved dynamic NBTI Model
without temperature variation

Though the model proposed by Kumar [16] is accurate,
the computing process may be slow because of the recursion
process in Eq. (6). We use a different approach to derive the
model under AC stress.

If the period 7 is small enough (i.e., at a frequency more
than several KHz magnitude), the traps created at the stress
and relaxation phases in one cycle can be expressed as

ANy = ke(No — Nit) (¢T) — keNiCu (0, 1) (c7) (8)
ANy = —k:NyCu (0,1)(1 —¢)7 &)

Thus, the above two equations can be averaged, giving [10]

dNy
dt

Contrasting with Eq. (2), the interface trap generation
can be expressed as

Nit(t):1.1660'5~~/kfkﬂ(DHt)l/4 a1

where ¢? describes the impact of AC stress on NBTL

In order to eliminate the error in Eq. (11), the exponent
of ¢ should be modified. We use a linear function to replace
the exponent 0.5, and the function can be determined by
fitting technology. Hence, the interface trap generation can
be described as

= c¢-ke(No — Nit) — kNt Cu (0,1) . (10)

Na(t) = 1.16. (054024023 ]qk—%(DHt)l/“. (12)
T

The comparison between Kumar’s [16] and our model is
shown in Figure 1. The multi-cycle NBTI model under AC
stress condition proposed in this paper is as accurate as Ku-
mar’s model, the error is less than 2.3% (3.70 x 10'2cm™2
of our model, and 3.62 x 102cm~2 for Kumar’s model in
Figure 1). Since there is no recursion process in our model,

our method is faster than Kumar’s.
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Figure 1. Comparison between Kumar’s and
our model

2.3 NBTI analysis with temperature vari-
ation

During circuit operations, the circuit switches between
active and standby modes, so that the temperature changes
relevantly. Previous NBTI models [16,17] only consider the
situation that the temperature is a constant (which is around
400K). Actually the circuit temperature varies when the cir-
cuit switches between active and standby mode. Therefore
the NBTI model should be modified to consider the temper-
ature variation. Assuming the device operation temperature
changes between Thien and Tjow frequently, the interface trap
generation due to NBTI is different from the case under a
constant high operation temperature condition.

e First, we consider the impact of temperature variation in
stress phases. The temperature variation has a signifi-
cant impact on the diffusion coefficient of H atom (Dy)
in Eq. (4). In this paper, a triangle diffusion profile [3]
is used. The effect of H atom diffusion under 7}y, last-
ing for a stress time of 7y, equals to the effect under
Thign for a stress time of thigh> if \/Dhighthigh = v/Diowliow
(Dhigh and Dyqy, denote diffusion coefficients under high
and low temperature, respectively). Because the diffu-
sion coefficient is proportional to exp(ff—;), the ratio of
Diow t0 Dhigpy can be expressed as

D E. Thi
y:ﬂzexp[ a (1— h‘gh)} (13)
Dhign kThigh Tiow

Therefore, the equivalent stress time can be expressed as

teq = thigh + Htiow (14)

where the total stress time 7 can be divided into two parts:
thigh, the stress time at high temperature, and fioy the
stress time at low temperature. Figure 2 shows the nu-
meric simulation result of this law. We take Tp;on = 400K,
Tiow = 340K as an example. The ratio y is 0.0857 when
E, is set to 0.48eV. Hence, the equivalent stress time f¢q is

~25 ‘ | |
‘E Tiow = 400K ———  Thigh = 400K
o 2.0 |- Tiow = 380K ------- i
S Tiow = 340K - - - - -
X
<15+
g tor (1000, 2.34)
g (543, 1.70)
; 02 (1000, 1.67) ]|
i ‘ ‘ | |
0 200 400 600 800 1000

Stress time (s)

Figure 2. Impact of temperature variation in
stress phase
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Figure 3. Impact of temperature variation in

relaxation phase

543s (Figure 2) when tjgp = t1ow = 500s. Figure 2 shows
that the interface trap generation is 1.67 x 10'?cm2,
and the equivalent trap generatin at high temperature is
1.70 x 10"?cm~2, where the error is 1.8%. If the temper-
ature is considered to be kept at high temperature con-
stantly, the interface trap generation is 2.34 x 102cm~2,
and the error is 40.1%.

e Second, a totally different phenomenon in relaxation
phases is observed from numeric simulation. Under AC
stress condition, if temperature variation only occurs in
relaxation phases, the overall interface trap generation
is not affected. This phenomenon is shown in Figure 3.
Though the temperature variation indeed affects the trap
generation in a single cycle, the overall trap generation
remains the same as that at a constant temperature.

2.4 Our PMOS NBTI model during real

circuit operations

In previous section, we analyze the impact of tempera-
ture variation on the interface trap generation. In real cir-
cuits, the situation is much more complex. In this paper,
we make an assumption that the circuit switches between
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active and standby modes periodically, and the PMOS tran-
sistor in the circuit is under AC stress in active mode, while
in standby mode, it is under constant DC stress or in relax-
ation. We denote the ratio of the active to standby time as
Ras, the temperature of active mode is denoted as T (cor-
responding to high temperature Tj;gn in previous section),
and the temperature of standby mode as Tyqpy (correspond-
ing to Tiow). The interface trap generation is modeled as
follows:

a) If the PMOS transistor is in relaxation phase in
standby mode, the interface trap generation is not af-
fected by the temperature variation according to Section 2.3,
which can be described as

CRAs

= 15
Ras+1 (15

where D, is diffusion coefficient in active mode, and here
c is duty cycle of stress in active mode.

b) If the PMOS transistor is under DC stress in standby
mode, the stress time in standby time should be transformed
using Eq. (14). Therefore, the interface trap generation is
described as

[ keN
]Vi ([) =1.16- y0.5+0.24)/70.23 . fk 0 (Defft) 1/4
T
CRas + U

y— CRAsDact + Ditavy _
RAsDact + Dstdby Ras+u
_ RasDact+Dgany ~ Ras+H1

Dot = = D 16
eff RAS+1 RAS“"l act ( )
where
Dstdby |: E, < Thct ):|
= Y _ex -2t ). an
H Dyt P kTct Tstdby

3  Vih and circuit delay degradation model

Previous section describes the analytical model of inter-
face trap generation due to NBTI considering the temper-
ature variation between active and standby mode in real
circuits. In order to evaluate the temporal performance
degradation due to NBTI, the threshold voltage degradation
model and circuit delay model are described in the follow-
ing subsections.

3.1 PMOS V, degradation model

A predictive compact model for NBTT is developed in
[17]. The dependence of NBTI on key process (such as L,
Vin, and 7o) and design parameters (such as Vyq) are cap-
tured in this model. From Eq. (1), the model in [17], and our

NBTI model Eq. (15)-(17) proposed in previous section, the
degradation of threshold voltage is given by

A‘/th — KV . 7/0.5+0.24Y70.23 . Atl/4 + 5‘/

cRas
_ Rpas+17
,y_ CRas+U

under relax in standby

under stress in standby

Ras+u 2
I, under relax in standby

A= 1 (18)
(%) ! , under stress in standby

where Ky and 8y are the parameters extracted from [17],
and p is the ratio of Dyipy t0 Dyt describing by Eq. (17).

3.2 Gate and circuit delay degradation
analysis

In this paper, the delay of a gate v can be approximately
expressed as [15]

CLV, K
d(v) _ tLVdd _ .
Iy (Vgs - Vth)
CLV,
K—_ ~-L¥dd (19)
,LLCOXWeff/Leff

The shift in the transistor threshold voltage AVy, can be
derived using Eq. (18). Hence, the delay degradation Ad(v)
for gate v can be derived as

K K

Ad(v) = —
( ) (Vgs_vth_AVth)a (Vgs_Vth>a

- ((1 —~ VgAYt;‘/th)—“ -~ 1>d(v).

(20)

We use Taylor series expansion on the right side of
Eq. (20), neglecting the higher order terms, giving that

A
Ad(v) = A%

= — xd(v 21
Ve Vo (v) @n

where Vi, is the original transistor threshold voltage and
d(v) is the original delay of gate v.

4 Simulation results

In this section, we present the simulation results in or-
der to validate the NBTI model. Firstly, a single PMOS
transistor is used to evaluate the NBTI effect considering
temperature variation. Secondly, ISCAS85 circuits are used
as the benchmark. In this paper, the standard cell library is
constructed using the PTM 90nm bulk CMOS model [18].
Vaa = 1.OV, |Vin| = 220mV are set for all the transistors in
the circuits.
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Figure 4. NBTI effect under variable tempera- 14 ' ' '
ture vs. constant temperature 9:1 31 L:1 1:3 1:9
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26 RAS:3:1 i .7
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-0 Duty cycle in active = 0.5
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300 320 340 360 380 400 Fig. 7 shows the performance degradation of ISCAS85
Temperature in standby (K) c432 benchmark with different ratios of active to standby
Figure 5. Impact of temperature in standby on time. The circuit delay degradation is much less than the
Vi degradation Vin degradation under a same standby mode temperature.
g y p

And the standby mode temperature difference leads to con-
siderable circuit delay difference.

4.1 Single PMOS device NBTI analysis Table 2 shows the result of the circuit delay degradation
analysis. In order to investigate the worst case circuit degra-
dation (denoted as Max. Adelay in Table 2), we set the inter-

The Vy, degradation of the PMOS transistor in the circuit nal inputs of all the PMOS transistors to logic 0 during the
is shown in Figure 4. The ratio of active to standby time
is set to 1 : 9, and duty cycle in active mode is 0.5. We
can see that after 3 x 108s (about 10 yr), the Vj, degradation
is 17.3mV considering temperature variation. If the tem-
perature is considered to be constant in the evaluation, the

14 T T T

Temp. in active = 400K
Duty cycle in active = 0.5

12 - Time =3 x 108s
AVin, Taby = 400K
10§ -

degradation can reach up to 26.4mV, and the error is 52.6%. fro--es R AVin, Tyaby = 340K
Sl
The temperature in the standby mode and the ratio of g L USRS
active to standby time have considerable impactonthe Vy 8 |..o------ o Adelay, Tyapy = 400K

degradation, which is shown in Figure 5 and 6. Table 1

Vin and circuit delay degradation (%)

shows the threshold voltage degradation AVy, with different or Adelay, Tydny = 340K y
ratios of active to standby time. From these figures and ta- | | |

ble, we can conclude that 1) a lower standby temperature 49:1 3.1 11 13 1:9
leads tp a sma!ler NBTI effec.t on.the Vin degra@atlon; 2) if Ratio of active to standby time Ras

the ratio of active to standby time is smaller, which means a

longer standby time during the circuit operation, the impact Figure 7. Impact of Rxs on V;, and circuit delay
of the standby temperature variation on the Vi, degradation degradation

is larger.
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Table 2. Delay degradation of ISCAS95

benchmark circuits under NBTI

ISCASS85 Nominal (400K) Max. Max. Min.

Circuits | delay (ns) | Adelay (%) | Adelay | Adelay
c432 2.69 8.59 5.48 4.39
c499 1.99 8.67 5.75 4.74
c880 2.29 8.70 5.84 4.79
cl1355 2.39 8.63 5.60 4.57
c1908 2.46 8.61 5.54 4.45
c2670 2.99 8.68 5.80 4.77
¢3540 3.48 8.64 5.65 4.63
c5315 2.94 8.62 5.57 4.58
c6288 8.54 8.78 6.15 5.09
c7552 2.30 8.61 5.53 4.53

Average N/A 8.65 5.69 4.65

standby mode. The inputs are set to logic 1 to investigate
the best case circuit degradation (denoted as Min. Adelay
in Table 2). The ratio of active to standby time is set to
1:9. The Max. Adelay is around 5.69% of the original cir-
cuit delay when Tyqpy = 340K, and Min. Adelay is around
4.65%. If the temperature variation is not considered, the
Max. Adelay is around 8.65% (corresponding to the third
column in Table 2), which leads to a error of 52.0%.

5 Conclusion

In this paper, we propose an analytical model of temporal
performance degradation due to PMOS NBTI effect under
AC stress condition. The model is as accurate as previous
models, while the speed is faster. We demonstrate that the
temperature variation due to the change of circuit operation
mode (active and standby mode) can have significant im-
pact on PMOS NBTI effect: if the temperature variation is
not considered, for single PMOS transistor analysis, 52.6%
error can be reached, while for ISCAS85 circuits analysis,
the error can be up to 52.0%. Therefore, we propose an
analytical model that considers the temperature variation,
such that a more accurate performance degradation estima-
tion can be performed. We also study the impact of the ratio
of active to standby time on PMOS and circuit performance
degradation due to NBTI.
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